ISO 6237:2003-10 (E)

Adhesives - Wood-to-wood adhesive bonds - Determination of shear strength by
tensile loading

Contents Page
1 £ o - PSS 1

2 Normative references ... —————— 1

3 Y o] 0T T -1 U 1

4 B IC= TS A= o1 o3 14 =T o 2
5 Preparation of test Panels ... 4
6 Conditioning of test PaNels ... —————————— 4
7 Preparation of SPECIMENS ... smr e e e s s nmn e e e e s nnme e e s 4
8 g 0T o= o 1T T 4
9 EXPression Of r@SUILS ........ooic i ccsss e s s s e s s s nmn e e s e s s e mnme e e e e e anmmn e e e e s 5
10 =53 0 =Y o Lo o 5
Annex A (normative) Information required prior to testing ..........ccccviiiinnii e —————— 7
Annex B (normative) Timber species, thickness, surfaces, quality and moisture content ..................... 8



		2026-04-20T09:32:44+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




