
 
 - 1 -

ISO 24338:2006-04 (E) 
 
 
Laminate floor coverings - Determination of abrasion resistance 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Apparatus ........................................................................................................................................1 
3.1 Calibration plates ...........................................................................................................................1 
3.2 Abrasive paper strips .....................................................................................................................2 
3.3 Testing machine .............................................................................................................................2 
3.4 Conditioning chamber ...................................................................................................................3 
 
4 Test specimens ..............................................................................................................................4 
 
5 Preparation of test specimens and abrasive papers ..................................................................4 
 
6 Procedure ........................................................................................................................................5 
6.1 Preparation of abrasive wheels ....................................................................................................5 
6.2 Calibration of abrasive paper ........................................................................................................5 
6.3 Abrasion of test specimen ............................................................................................................5 
 
7 Expression of results .....................................................................................................................6 
 
8 Test report .......................................................................................................................................6 
 
Annex A (informative) Calibration and maintenance of abrasion equipment ...........................................7 
 


		2026-06-09T13:29:56+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




