ISO 17087:2006-11 (E)

Specifications for adhesives used for finger joints in non-structural lumber products

Contents Page
[ = T o o iv
1 £ T o - 1
2 Normative refer@ncCes ... ——————— 1
3 Terms and definitionNs ... ——————————— 1
4 General PriNCIPIES ......ccciiiiiiiiiccierrr s ssss e e s s s s e e s ss s s s s ssnn e e e e e sa s s s ssmnneeenesessassnnenennsnsnnnnns 2
5 Apparatus and MAterials ..o s 3
6 L= o LT =Y 4 =T 0 4
7 =TS A= o1 o3 14 =T o 4
8 Moisture content and conditioning ..........ccccciiniiiiiinn i ——————— 7
9 Test procedures -- Flexure and teNSION ..........oeeeiiiiiimemmmimememecemenessnsnnn s sssaans 7
10 L2 4o Yo =T 0T =3 o201 T 3 o - 10
1 EXPression Of re@SUILS ........cooiicciiiiiiiii i cceerr s e s e s s ssms e e e e s s s ssmn e e e e e e s e s s mmn e e e en s s s nnnnns 12
12 =Y o2 =T o 12
Annex A (informative) Report fOrms ... ——— 13
Annex B (informative) Reading wood failure in finger joints .........ccccociiniimninniicnc e 20
=1 o7 [T Yo | = T o 17/ 22



		2026-06-25T20:41:34+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




