
 

   - 1 -

DIN EN 2957:2019-12 (D/E) 
 
 
Luft- und Raumfahrt - Verfahren zur Herstellung von Schmiedeproben; Deutsche und 
Englische Fassung EN 2957:2019 
 
Aerospace series - Method of preparation of forged samples; German and English 
version EN 2957:2019 
 
 
Inhalt            Seite 
 

Europäisches Vorwort ....................................................................................................................................................... 3 
1 Anwendungsbereich ............................................................................................................................................ 4 
2 Normative Verweisungen .................................................................................................................................. 4 
3 Begriffe .................................................................................................................................................................... 4 
4 Verfahren zur Entnahme des Rohlings .......................................................................................................... 4 
5 Schmiedebedingungen ....................................................................................................................................... 6 
6 Verwendung der Schmiedeproben ................................................................................................................. 6 
 

Contents Page 

European foreword ...................................................................................................................................................... 3 

1 Scope .................................................................................................................................................................... 4 

2 Normative references .................................................................................................................................... 4 

3 Terms and definitions ................................................................................................................................... 4 

4 Method of blank removal ............................................................................................................................. 4 

5 Forging conditions .......................................................................................................................................... 6 

6 Pancake use ....................................................................................................................................................... 6 
 


		2026-07-02T18:11:56+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




