ISO 5398-3:2007-08 (E)

Leather — Chemical determination of chromic oxide content —
Part 3: Quantification by atomic absorption spectrometry

Contents Page
oL =T 0 o iv
L T 11T o) v
1 85 o7 o 1 - 1
2 NOIrMAtiVe refEr@NCEeS ......coiviieiiiiieir i 1
3 Terms and definitioNs ..o —————————————— 1
4 Lo 1 4 oo 1
5 Sampling and sample preparation ... 2
6 LT T =T 0 2
6.1 Wet oxidation Method ... ————————— 2
6.2 Atomic absorption SPECrOMEtry ... ————— 2
7 Y o =T - 2
8 =T 1 T T L 3
8.1 Preparation of analytical SOIUtION ... —————— 3
8.2 Measurement of the aqUEoUs SOIULION ... 3
9 Calculation and expression of results............ccocviiiiiiiiii i ——————— 4
10 JLIK=153 1 (=1 oo o PPt 5
Annex A (informative) Determination of water and other volatile matter..............ccoooomriiiiiiiiiiiicee 6



		2026-07-06T13:59:47+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




