
 
 - 1 -

DIN EN ISO 10270:2008-08 (E) 
 
 
Corrosion of metals and alloys - Aqueous corrosion testing of zirconium alloys for 
use in nuclear pow er reactors (ISO 10270:1995+Cor. 1:1997) 
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