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for electromagnetic shielding 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
Introduction ......................................................................................................................................................v 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Terms and definitions ....................................................................................................................2 
 
4 Essential information to be supplied by the purchaser .............................................................2 
 
5 Designation .....................................................................................................................................3 
5.1 General ............................................................................................................................................3 
5.2 Coating type ....................................................................................................................................3 
5.3 Coating grades ...............................................................................................................................4 
5.4 Examples of designations .............................................................................................................4 
 
6 Requirements .................................................................................................................................5 
6.1 Substrate .........................................................................................................................................5 
6.2 Appearance .....................................................................................................................................5 
6.3 Storage ............................................................................................................................................5 
6.4 Coating composition ......................................................................................................................5 
6.5 Local coating thickness ................................................................................................................6 
6.6 Adhesion .........................................................................................................................................6 
6.7 Electrical continuity and integrity ................................................................................................6 
6.8 Thermal cycling ..............................................................................................................................6 
6.9 Shielding effectiveness .................................................................................................................6 
6.10 Special test specimens ..................................................................................................................7 
 
7 Sampling .........................................................................................................................................7 
 
Annex A (normative) Thickness test methods .............................................................................................8 
 
Bibliography .....................................................................................................................................................9 
 


		2026-06-24T21:39:22+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




