ISO 17334:2008-12 (E)

Metallic and other inorganic coatings - Autocatalytic nickel over autocatalytic copper

for electromagnetic shielding

Contents Page
0T =T o iv
o X0 11T T o v
1 £ o - PSS 1

2 Normative referenCes ... e 1

3 Terms and definitioNs ... 2
4 Essential information to be supplied by the purchaser ............oo s 2
5 D 1YY T 4 - oY 3
5.1 7= o = T 3
5.2 L0 0= 1 3 Ve TR 37/ o 7= PSS 3
5.3 L0 o= 1 3 e T [ = e [ PSP 4
5.4 Examples of deSignations ... e e 4
6 L= 0 LT =Y 4 =T 0 5
6.1 8T o =3 1 - 1= S 5
6.2 N0 o == T - T o o= 5
6.3 RS (o - T 5
6.4 Coating COMPOSItION ......eeiiiiiiir i ———————— 5
6.5 Local coating thiCKNESS .......ccccciiiiiiiiiiinirrrrrrsrs s s s s s s s s s s s e s s e s e e e e e e e e e e e e e s e nnsnsnsnsnsnss 6
6.6 AdNESION ... 6
6.7 Electrical continuity and integrity ... ————— 6
6.8 TREIrMaAl CYCHING ... s s s nnnnnn 6
6.9 Shielding effeCtiVENESS ......coiiiiciiciiii i samn e e e s s s s amn e e s ee s e nnnns 6
6.10 Special teSt SPECIMENS ......coccceiiriri e s e s n e e e e s s s s s ssmn e e e e e ea s s s snnnn e e e e e eesnsnnnnns 7
7 SAMPIING ceeeiiiiiiiriiiirr R 7
Annex A (normative) Thickness test methods ... ————— 8
(=71 o7 [T Yo | = T o 17/ 9



		2024-05-03T01:57:29+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




