ISO 26423:2009-01 (E)

Fine ceramics (advanced ceramics, advanced technical ceramics) - Determination of
coating thickness by crater-grinding method

Contents Page
0T =T o iv
1 £ o - PSS 1
2 NOIrMAtive refErEeNCEeS ..ot e e mnn e s 1
3 SYMDOIS . ————————— 1
4 e T T 1 o1 3
5 SAMPIING ceeeiiiiiiiiriii R 3
6 LIS A e =T LU 3
6.1 7= o = T 3
6.2 Preparation for the test ... e 4
6.3 TeSt PArAMELErS ... s s n s nnnnnnn 4
6.4 Example of test parameters ... 5
7 Microscopic examination and measurement ... ——— 5
71 L 11 011 F- 11 o o 5
7.2 = o W= o 7= 5
8 L0 111U 1o o 1= 6
9 Uncertainty and SOUIrCes Of €ITOr ... serr s sssn e e sannn e e e e e e e s mmnn e e s 7
10 TESE FEPOIT ... s s ssssssssssssssssssssssssssssnnnsnsnnnsnnnnnsnnnnnnn 7
Annex A (informative) Errors associated with using different formulae for calculating film

L0 1024 T 9
Annex B (informative) Estimating measurement uncertainty and errors ..........cccccovvvviiiiniinnnsnnnnns 12
[ T0 o T T T o 15



		2026-04-21T16:46:31+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




