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Natural rubber (NR) - Evaluation procedure

Contents Page
0T =T o iv
1 £ T o - 1
2 Normative referenCes ... 1
3 Sampling and further preparative procedures .........cccccoviiicciiememreriiinsssssssree e sssse e e s ssssessns 2
4 Physical and chemical tests on raw rubber ... ————— 2
4.1 1T LYo g Loy YA o oo Y- | 2
4.2 Volatile-matter content ... ————————— 2
4.3 Other specifications on requIreMeNts ...........ooo s 2
5 Preparation of test MiX ... 2
5.1 (€= T - S 2
5.2 Standard test formula ... 2
5.3 e T o= o LT - 3
6 Evaluation of vulcanization characteristics by a curemeter test ...........cocccciirriensccccecenen, 8
6.1 Using an oscillating-disc curemeter ... 8
6.2 Using a rotorless CUrEMELer ... s s s s s e s esssnsnsnss 8
7 Evaluation of tensile stress-strain properties of vulcanized test mixes .......cccccceiviiccccneennnnnn. 9
8 =53 0 =] o T o 9
Annex A (normative) Procedure for preparing gum compounds through use of masterbatches ........ 10
Annex B (informative) Precision statement for both mill and internal mixer .........ccccciiiiiiniiniiinniiiinnns 12
=1 o7 [T Yo | = T o 17/ 17



		2026-05-17T23:12:12+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




