DIN EN ISO 3386-2:2010-09 (E)

Flexible cellular polymeric materials - Determination of s tress-strain characteristics

in compression - Part 2: High-density materials (1ISO 3386-2:1997 + Amd 1:2010)
(includes Amendment A1:2010)
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