
 
 - 1 -

DIN EN 13587:2010-10 (E) 
 
 
Bitumen and bituminous binders - Determination of the tensile properties of 
bituminous binders by the tensile test method 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................3 
 
1 Scope ...............................................................................................................................................4 
 
2 Normative references ....................................................................................................................4 
 
3 Terms and definitions ....................................................................................................................4 
 
4 Principle ..........................................................................................................................................5 
 
5 Apparatus ........................................................................................................................................5 
 
6 Preparation and conservation of samples ..................................................................................6 
 
7 Procedure ........................................................................................................................................7 
 
8 Calculation and expression of results .........................................................................................7 
 
9 Precision .........................................................................................................................................7 
 
10 Test report .......................................................................................................................................7 
 


		2026-04-30T05:13:44+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




