
 
 - 1 -

DIN EN 14425-3:2010-11 (E) 
 
 
Advanced technical ceramics - Test methods for determination of fracture toughness 
of monolithic cer amics - Part 3: Chevron notched beam (CNB) method 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................3 
 
1 Scope ...............................................................................................................................................4 
 
2 Normative references ....................................................................................................................4 
 
3 Terms and definitions ....................................................................................................................4 
 
4 Principle, significance and use .....................................................................................................4 
 
5 Test apparatus ................................................................................................................................5 
 
6 Test pieces ......................................................................................................................................5 
6.1 Material selection ...........................................................................................................................5 
6.2 Test piece dimensions ...................................................................................................................5 
6.3 Sawn notch .....................................................................................................................................6 
 
7 Procedure ........................................................................................................................................6 
 
8 Calculation of results .....................................................................................................................7 
 
9 Interferences and errors ................................................................................................................8 
 
10 Reporting ........................................................................................................................................8 
 
Bibliography ...................................................................................................................................................14 
 


		2026-04-30T05:54:45+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




