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DIN ISO 815-1:2010-09 (E) 
 
 
Rubber, vulcanized or thermoplastic - Determination of compression set - Part 1: At 
ambient or elevated temperatures (ISO 815-1:2008) 
 
 
Contents            Page 
 
 
National foreword ............................................................................................................................................3 
 
National Annex NA (informative) Bibliography ............................................................................................4 
 
1 Scope ...............................................................................................................................................5 
 
2 Normative references ....................................................................................................................5 
 
3 Principle ..........................................................................................................................................6 
 
4 Apparatus ........................................................................................................................................6 
 
5 Test pieces ......................................................................................................................................8 
 
6 Test conditions ...............................................................................................................................9 
 
7 Procedure ........................................................................................................................................9 
 
8 Expression of results ...................................................................................................................10 
 
9 Precision .......................................................................................................................................11 
 
10 Test report .....................................................................................................................................11 
 
Annex A (informative) Precision ..................................................................................................................12 
 
Annex B (informative) Guidance for using precision results ...................................................................14 
 


		2026-04-18T18:13:32+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




