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DIN EN 13074-2:2011-05 (E) 
 
 
Bitumen and bituminous binders - Recovery of binder from bituminous em ulsion or 
cut-back or fluxed bituminous binders - Part 2: Stabilisation after recovery by 
evaporation 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................3 
 
1 Scope ...............................................................................................................................................4 
 
2 Normative references ....................................................................................................................4 
 
3 Terms and definitions ....................................................................................................................4 
 
4 Principle ..........................................................................................................................................4 
 
5 Apparatus ........................................................................................................................................4 
 
6 Procedure ........................................................................................................................................5 
 
7 Test report .......................................................................................................................................6 
 
Bibliography .....................................................................................................................................................7 
 


		2024-05-05T22:17:55+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




