DIN EN 16140:2011-06 (E)

Natural stone test methods - Determination of sensitivity to changes in appearance

produced by thermal cycles

Contents Page
0T =T o 3
1 £ o - PSS 5
2 NOIrMAtive refErEeNCEeS ..ot e e mnn e s 5
3 Symbols and abbreviations .........ccccoi e ———————— 5
4 e T T 1 o 5
5 N o o 2= T = 10 = 5
6 Preparation of SPECIMENS ... smr e e e s s nmn e e e e s nnne e e e s 5
6.1 £ =T 1] o111 T PSS 5
6.2 L= E52 ST 1= o2 1 1 1= 5
6.2.1 SUMfACe fINISH ... e 5
6.2.2 I 1] 4 =T g =TT 4 5
7 =53 8 o o = [T - 6
71 Control measurements before Cycling .......cccccinimiminni e —————— 6
7.2 Description of the CYcCles ... ———————— 6
7.3 Control measurements after Cycling ......ccccocceimiiniiiiin i ———— 6
8 EXPression Of r@SUILS ........ooii i ccccsemrir s ccssnr s sms e e e s nm e e e e e s s s mnme e e e e e nanmmnn e e e s 6
9 TESE FEPOIT ... s sssssssssssssssssssssssssssssssssnsnsnnnsnnnnnnnnnnnnn 7
Annex A (informative) Examples of evaluation codes for oxidations .........cccccccvcmririiiiiccccseceeree s 9
Annex B (informative) Adapted thermal shock test ..........coocmiiriiiminiic 1
271 o] Lo = T o Y/ 12



		2026-07-12T06:06:43+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




