
 

 - 1 -

DIN 50961:2012-04 (E) 
 
 
Electroplated coatings - Zinc coatings on iron or steel - Terms, testing and corrosion 
resistance 
 
 

Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 3 
 
Introduction  ...................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references  .................................................................................................................... 5 
 
3 Terms and definitions  .................................................................................................................... 5 
 
4 Surface condition of object to be coated ..................................................................................... 6 
 
5 Accelerated corrosion testing and evaluation  ............................................................................ 6 
 
6 Chromating process  ...................................................................................................................... 8 
 
7 Test report  ....................................................................................................................................... 8 
 


		2024-04-28T07:15:28+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




