
 
 - 1 - 

ISO 12947-1:1998-12 (E) 
 
 
Textiles - Determination of the abrasion resistance of fabrics by the Martindale 
method - Part 1: Martindale abrasion testing appara tus 
 
 
Contents            Page 
 
1       Scope ........................................................................................................................................................ 1 
 
2       Normative references .............................................................................................................................. 1 
 
3       Definitions ................................................................................................................................................ 2 
 
4       Principle ................................................................................................................................................... 2 
 
5       Apparatus ................................................................................................................................................. 2 
 
6       Auxiliary materials................................................................................................................................... 6 
 
7       Assembly and maintenance of the apparatus ...................................................................................... 7 
 
Annex A (normative) Method for checking the Lissajous figure ............................................................... 10 
 
Annex B (normative) Method for measuring the indentation hardness of foam ..................................... 11 
 
Bibliography .................................................................................................................................................... 12 
 
 


		2024-05-17T15:30:28+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




