DIN EN ISO 1927-3:2013-03 (E)

Monolithic (unshaped) refractory materials - Part 3: Characterization as received (1ISO

1927-3:2012)

Contents Page
0= o 3
1 £ o - PSP 4
2 NOIrMAtive refErEeNCEeS ... s s e e mnn e nas 4
3 T T 1 o 5
4 RS T T 11 ] 11 ' 6
5 Determination of chemical composition ... 6
5.1 Preparation of test SAMPIE ... 6
5.2 AlumIna-silica ProdUCES ... s s 6
5.3 = 2 T3 Lo o] o T 1T o2 £ 6
5.4 £5T 0T o3 F= 1 o] (e T L0 Lo 3 PSP 6
5.5 Carbon-containing ProdUCES .........cccccicciiiiiiiiiiccrssrrrr s sssssr e s es s s s sms s e e e e e e sas s s smnnn e e enssssnnnns 6
6 Determination of grain-size distribution ...........cccccoiiiinni e ————— 6
6.1 T T 1 o 6
6.2 N o o 2= T = 1 0 = 6
6.3 Quantity of SAMPIE ......occoiiiii e ——————————————— 7
6.4 Preparation of test SAMPIES ... 7
6.5 e T LT - 7
6.6 EXPression Of reSUILS ........ooic i cccceecrrr s e s sms e e s nmn e e e e e s s mnme e e e sn e nanmmn e e e e s 9
7 Determination of moisture Content ... ————— 9
71 Preparation of test SAMPIE ...t 9
7.2 Quantity Of SAMPIE ..o 9
7.3 g T o= LT - 9
7.4 L0 111U | 1 ' o 10
8 Determination of workability indeX .......cccccvmiiii e ———_— 10
8.1 =Y 0T - 10
8.2 N o o 2= T = 1 0= 10
8.3 Preparation of test PIECES ......iiiiiiiicc i e an e annns 12
8.4 Procedure and calculation ... ———— 13
9 TESE FEPOIT ... s s sssssssssssssssssssssssssssssnnnsnsnsnnnsnsnnnnnnn 13
Annex A (informative) SUMMaAry of tEStS .....cccccciiiiicciciii e 14



		2024-05-06T03:33:42+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




