ISO 13145:2012-09 (E)

Rubber - Determination of viscosity and stress relaxation using a rotorless sealed
shear rheometer

Contents Page
0T =T o iv
o X0 11T T o v
1 £ o - S 1

2 Normative referenCes ... 1

3 TermsanddefinitioNs ... 1

4 T T 1 o1 2
5 Y o] 0T T -1 U 3
5.1 7= o = T 3
5.2 D 1T o 1 3
5.3 D 1T o2 (o T T - 3
5.4 oY= T 3 3
5.5 Heating and temperature CoNntrol ...........cccociiiiinnr i ———————— 4
5.6 Torque-measuring SYStEM ... ——————— 4
6 L7 111 o = 1 oo S 6
7 =53 8 o= o 6
71 Preparation of the test PIECE ... 6
7.2 Protective filMS ... e 6
8 L= 0 2= = L = 6
9 e T o= LT 7
9.1 TeStiNG SEQUENCE ....eeeiiiiieiri it 7
9.2 Preparation for the test ... 7
9.3 Rheometer 10ading ..o 7
10 Reporting of reSUIS ......coviiiiiiiii i ———————— 7
10.1 Examples of reporting resSults ... 7
10.2 Basic expression Of reSUILS ..o e s 7
10.3 Additional reSUILS .........ooicciiir i ———————————————— 8
10.4 Stress relaxation test reSUIES ... ——————— 8
1 e =T =] oY o 8
12 =53 0 =] oo o 8
Annex A (normative) Calibration schedule ..o ———— 10

Annex B (informative) Precision data ... 12

=1 o7 [T Yo | = T o 137/ 14



		2026-07-02T13:58:43+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




