ISO 14720-1:2013-03 (E)

Testing of ceramic raw and basic materials - Determination of sulfur in powders and

gra nules of non-oxidic ceramic raw and basic materials - Part 1: Infrared
measurement methods

Contents Page
0T =TT o iv
1 £ T o - 1
2 T T 1 o 1
3 Y o] 0T T -1 U 1
4 =Y Vo 1= 1 2
5 Sampling and sample pPreparation ..........ccccccciiiccccsmeirer s 2
6 L0 111 o - 1 oo S 2
7 = o P 0T 2
71 Preparation of analysis ..o —————_— 2
7.2 Determination of blank value ... 3
7.3 Determination of sulfur content ... ————— 3
8 Calculation and report of the reSUItS ........cccciiiiicciiriri e nnnes 3
9 e =T =] oY o 3
9.1 Repeatability ... ————————————— 3
9.2 ReProduCibility ....cccciiiiiiriiniiriir i —————— 3
10 =53 0 =Y o T o 3
Annex A (informative) Results of the round-robin test .........ccccoiimminriin e ————— 5
Annex B (informative) Information regarding the validation of the uncertainty of the mean value 7
Annex C (informative) Commercial Certified Reference Materials (CRM) .......ccccceeeecccineeenennn. 8
[Z71 o7 [T Yo | =T o 17/ 9



		2026-05-11T20:51:56+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




