
 

 - 1 -

ISO 18754:2013-03 (E) 
 
 
Fine ceramics (advanced ceramics, advanced technical ceramics) - Determination of 
density and apparent porosity 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references  .................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Methods by impregnation with liquid  ........................................................................................... 2 
4.1 Apparatus  ........................................................................................................................................ 2 
4.2 Test specimen  ................................................................................................................................ 2 
4.3 Procedure  ........................................................................................................................................ 3 
4.4 Accuracy of mass measurement  .................................................................................................. 4 
4.5 Expression of results  ..................................................................................................................... 5 
 
5 Determination of geometric bulk density by measurement of dimensions and mass 

(method C)  ...................................................................................................................................... 5 
5.1 Principle  .......................................................................................................................................... 5 
5.2 Apparatus  ........................................................................................................................................ 6 
5.3 Test pieces  ...................................................................................................................................... 6 
5.4 Procedure  ........................................................................................................................................ 6 
5.5 Results  ............................................................................................................................................ 7 
 
6 Test report  ....................................................................................................................................... 7 
 


		2026-05-12T18:56:28+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




