
 

 - 1 -

DIN EN ISO 16701:2015-10 (E) 
 
 
Corrosio n of metals and alloys - Corrosion in artificial atmosphere - Accelerated 
corrosion test involving exposure under controlled conditions of humidity cycling 
and intermittent spraying of a salt solution (ISO 16701:2015) 
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