DIN EN 14617-1:2013-08 (E)

Agglomerated stone - Test methods - Part 1: Determination of apparent density and

water absorption

Contents Page
[0 =3 T o o 3
1 £ o - PSP 4
2 Terms and definitionNs ..o ———————————— 4
3 o o 2= T = 1 0 4
4 Preparation of the SPeCimens ... 4
4.1 RS T T 11 11 T 4
4.2 Specimen coNditioNING ........ccciiiiiiimi e ————————————————————— 4
5 LIS A e =T LU 5
6 EXPression Of reSUILS ........coiccciiiiiiiiic s css e s s s e s smn e e e e s s s anme e e e en s anmmnn e e e s 5
7 TESE FEPOIT ... s s ssssssssssssssssssssssssssnnnnnsnnnsnnnnnsnnnnnnn 5
BibliOGraphy ...oceeeiiie it 7



		2026-07-12T03:02:55+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




