ISO 5579:2013-12 (E)

Non-destructive testing - Radiographic testing of metallic materials using film and X-
or gamma rays - Basic rules

Contents Page
0T =T o iv
0 £ Yo 11T 3 T o O \'
1 S o o o - 1

2 Normative referenCes ... e 1

3 Terms and definitioNS ........ccooiiceciiiicce e e mn e s e nnnee 1

4 Classification of radiographic teChNIqUES ... e 2

5 =Y =T | 3
5.1 Personnel qualification ..o ————— 3
5.2 Protection against ionizing radiation ...........cccccciiiiii e ————— 3
5.3 Surface preparation and stage of manufacture ... ——— 3
5.4 Identification of radiographs ..........ccccciimi e ———————— 3
5.5 1= L T 3
5.6 L0 1= = T oI o3 1 TN 3
5.7 Image quality indicator (IQ) ... ————————————— 3
6 Recommended techniques for making radiographs ..........cccccciiiiicciscemeinin s 3
6.1 BICETS3 A= = 1 Ve 1= 4 1T 0 OSSR 3
6.2 Choice of X-ray tube voltage and radiation SOUICe ........c.ccccccvcmmmrmmiiiscccssecrr e 4
6.3 Film systems and SCreENS ... 5
6.4 Alignment of BEAM ........ooiiiii e ————————————— 7
6.5 Reduction of scattered radiation ..o ————— 7
6.6 Source-to-object diStance ... ———————————— 7
6.7 Maximum area for a Single EXPOSUIe ..........ccciiiiiiriinisir 9
6.8 Density of radiograph ... —————— 10
6.9 0T oL T 10
6.10 Film viewing CONditioNsS ...t s 10
7 B I3 8 (= oo PSSR 10



		2026-04-24T03:04:14+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




