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DIN ISO 4649:2014-03 (E) 
 
 
Rubber, vulcanized or thermoplastic - Determination of abrasion resistance using a 
rotating cylindrical drum device (ISO 4649 :2010) 
 
 

Contents            Page 
 
 
National foreword  ............................................................................................................................................ 3 
 
National Annex NA (informative) Bibliography  ............................................................................................ 5 
 
1 Scope  ............................................................................................................................................... 6 
 
2 Normative references ..................................................................................................................... 6 
 
3 Terms and definitions  .................................................................................................................... 7 
 
4 Principle  .......................................................................................................................................... 7 
 
5 Apparatus and materials  ............................................................................................................... 9 
 
6 Calibration  ..................................................................................................................................... 10 
 
7 Test pieces  .................................................................................................................................... 11 
 
8 Test temperature  .......................................................................................................................... 11 
 
9 Procedure  ...................................................................................................................................... 12 
 
10 Expression of results  ................................................................................................................... 13 
 
11 Precision  ....................................................................................................................................... 14 
 
12 Test report  ..................................................................................................................................... 14 
 
Annex A (normative) Notes on a suitable abrasive sheet  ......................................................................... 15 
 
Annex B (normative) Standard and user-defined reference compounds  ................................................ 16 
 
Annex C (normative) Calibration schedule  ................................................................................................. 20 
 
Annex D (informative) Precision and bias  .................................................................................................. 22 
 
Bibliography  ................................................................................................................................................... 24 
 


		2026-06-03T05:55:52+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




