DIN EN 1367-8:2014-07 (E)

Tests for thermal and weathering properties of aggregates - Part 8: Determination of
resis tance to disintegration of Lightweight Aggregates

Contents Page
] =Y T o o 3
1 8T o o1 4
2 Normative referenCes ... 4
3 Terms and definitions ... 4
4 a1 e o [ 4
5 Apparatus and MAterialS ... s 5
6 £ T 144 o 11 o SR 5
7 TSt SPECIMENS ..o e e e e an e e s e ane e ann e s e e 5
71 = 0 T - | SN 5
7.2 Size Of test SPECIMENS ... e 5
7.3 Preparation of test SPECIMENS ... 6
8 T o= o 1 S 6
8.1 85T 7= 11 ' Y 6
8.2 Exposure to high pressure and temperature ..........ccccooicccieriiriinscccssecrrr s 6
9 Calculation and expression of reSUlts ........ccccccicccciciiiriin s anes 6
10 B I3 =T oo o 7
101 Mandatory data ... ————————— 7
10.2 L0 o1 To T T= 1 - |- N 7
7] o 1o =T ] 13T/ 8



		2026-07-09T21:57:54+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




