DIN EN 1367-7:2014-07 (E)

Tests for thermal and weathering properties of aggregates - Part 7: Determinati on of
resistance to freezing and thawing of Lightweight aggregates

Contents

Foreword ...
1 SCOPE ..o ——————
2 Normative references ........cccccccvrrrnnneeee
3 Terms and definitions .............ccoccuueeeee
4 Principle ...
5 Apparatus and materials .....................
6 Sampling ...cccccceerrrre e
7 Test specimens .......ccccccvvivirniiiiennninaes
71 General ...
7.2 Size of test specimens ............cccccuuees
7.3 Preparation of test specimens ............
8 Procedure ........cccociiimmriiiinncceeeneeeene
8.1 ST T- 1.1 T R
8.2 Freezing in air and thawing in water ..
9 Calculation and expression of results
10 Test report ......ccccririiiiiincse s
101 Mandatory data ...........cccoccmririinnininnan,
10.2 Optional data ...........ccccoeemmiiiiiiiciieennn,
Bibliography .......c.ccccoviiminims s,



		2026-06-09T08:10:57+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




