DIN EN 12594:2015-01 (E)

Bitumen and bituminous binders - Preparation of test samples

Contents Page
T =T o o 3
1 5 o o o - OSSR 4
2 Normative references ... ————————————————— 4
3 Terms and definitioNs ... ———————————— 5
4 PriNCIPIE e R nn e 5
5 Reagents and materials ..........cccoimiiniimii s ————— 5
6 Y o o 2= = 1 0 = 6
7 Procedure for sample preparation ... ssse e ann e mnne s 6
8 IS5 8 (= oo o SR 9



		2026-07-06T12:52:31+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




