
 

 - 1 -

ISO 6509-1:2014-06 (E) 
 
 
Corrosion of metals and alloys - Determination of dezincification resistance of 
copper alloys with zinc - Part 1: Test method 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Terms and definitions  .................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 1 
 
5 Reagents and materials  ................................................................................................................. 1 
 
6 Apparatus  ........................................................................................................................................ 2 
 
7 Test specimens  .............................................................................................................................. 2 
 
8 Preparation of test specimens  ...................................................................................................... 3 
 
9 Procedure  ........................................................................................................................................ 4 
9.1 Positioning of test specimens for test  ......................................................................................... 4 
9.2 Operating conditions  ..................................................................................................................... 4 
9.3 Duration of test  ............................................................................................................................... 4 
9.4 Preparation of sections for microscopic examination  ............................................................... 4 
9.5 Microscopic examination  .............................................................................................................. 4 
 
10 Test report  ....................................................................................................................................... 6 
 
Bibliography  ..................................................................................................................................................... 7 
 


		2026-06-28T10:01:48+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




