
 
 - 1 -

DIN ISO 27588:2014-12 (E) 
 
 
Rubber, vulcanized or thermoplastic - Determination of dead-load hardness using the 
very low rubber hardness (V LRH) scale (ISO 27588:2012) 
 
 
Contents            Page 
 
 National foreword ...............................................................................................................................................3 

National Annex NA (informative)   Bibliography ...............................................................................................4 

Introduction .........................................................................................................................................................5 

1  Scope .......................................................................................................................................................6 

2  Normative references .............................................................................................................................6 

3  Principle ...................................................................................................................................................6 

4  Apparatus ................................................................................................................................................6 

5  Calibration ...............................................................................................................................................7 

6  Test pieces ..............................................................................................................................................7 

7 Time interval between forming the test pieces and testing ...............................................................7 

8  Conditioning............................................................................................................................................7 

9  Temperature of test ................................................................................................................................7 

10  Procedure ................................................................................................................................................8 

11  Test report ...............................................................................................................................................8 

Annex A (normative)   Relationship between indentation depth and hardness, and derivation 
of the VLRH scale ...................................................................................................................................9 

Annex B (normative)   Calibration schedule .................................................................................................. 12 

Bibliography ..................................................................................................................................................... 14 


		2026-07-01T20:48:16+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




