
 
 - 1 -

DIN EN ISO 6508-3:2015-06 (E) 
 
 
Metallic materials - Rockwell hardness test - Part 3: Calibration of reference blocks 
(ISO 6508-3:2015) 
 
 
Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references ..................................................................................................................... 4 
 
3 Manufacture of reference blocks  .................................................................................................. 4 
 
4 Calibration machine and calibration indenter  ............................................................................. 5 
4.1 General  ............................................................................................................................................ 5 
4.2 Calibration machine  ....................................................................................................................... 5 
4.3 Calibration diamond indenter  ....................................................................................................... 5 
4.4 Calibration ball indenter  ................................................................................................................ 7 
 
5 Calibration procedure  .................................................................................................................... 7 
 
6 Number of indentations  ................................................................................................................. 8 
 
7 Uniformity of hardness  .................................................................................................................. 8 
 
8 Marking  ............................................................................................................................................ 9 
 
9 Calibration certificate  ................................................................................................................... 10 
 
10 Validity  ........................................................................................................................................... 10 
 
Annex A (normative) Uniformity of reference blocks  ................................................................................ 11 
 
Annex B (informative) Uncertainty of the mean hardness value of hardness-reference blocks  .......... 13 
 
Annex C (normative) Requirements for reference diamond indenters  .................................................... 19 
 
Bibliography  ................................................................................................................................................... 20 
 


		2026-04-27T00:25:31+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




