ISO 1136:2015-03 (E)

Wool - Determination of mean diameter of fibres - Air permeability method

Contents Page
0T =T o iv
o X0 11T T o v
1 5 o o o - SRS 1
2 NOIrMAtiVe refErEeNCEeS .......coi i e e s e e e e 1
3 Terms and definitioNs ... e 1
4 T T T oS 1
5 Y o o 2= = 1 = 2
5.1 FOrms Of QPPAratus .......ccoiiicciiciiiii s ccccecirrr s sr e s s s ssn e e s s e e s s smmnn e e e e e ee s s s annnese s s snnnmnnnns 2
5.2 D121 - 1] 1= o e T T £ 2
6 Conditioning and testing atmMOSPhEre ... e 4
7 Preparation of test SPECIMENS ... s s 4
71 L0 ToT 0T 0T o ] 1 4
711 L0 1= T 1 T 4
7.1.2 Number of SPECIMENS ... ... s s mmn e e e 4
71.3 Selection of SPECIMENS ... s 5
71.4 85T o= o7 14 0= T8 4 - 5
7.1.5 o (=Y o 2= = 1 £ ] o 5
7.2 (0] o1 =T ] 1YY PSP 5
7.21 L0 1= - 1 11 4T 5
7.2.2 g =Y o X= 1 = 1o o PSRN 5
7.2.3 [V TUTS 0] o T= e =Y =T o3 1 1= 4 - S NS 5
7.24 Selection Of SPECIMENS ..o s e e s e s samnn e e e e e e s s snmeneneeennas 5
7.2.5 85T 0T o310 1= T ¢ 1T T 5
8 g Yo =T o 1] NS 6
8.1 LT3 o o= o 1= =] LY S 6
8.2 L0 o 1= =T =] 1YY 6
9 EXPression Of reSUILS ........ccccciiiiiicc i ss e s sssns e s e e s s mnnn e e e e s e s amnn e ee s s nmnmnnnes 7
10 L= 5 38 0= o T 7
Annex A (informative) Calibration of apparatus ... s s 8
Annex B (informative) Reproducibility of results ..........ccccccociiiiiiiic 1
Annex C (normative) Correction for relative humidity ........cccccoviiimmiiiiicnni 12
Annex D (informative) Special types of WOOl ..o ———— 13
Annex E (informative) Reference slivers for calibration ...........ccccoriiiecimiccccmic e e 14
{271 o e [ =T o 4 17/ SRR 15



		2026-04-20T02:01:19+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




