ISO 16859-2:2015-09 (E)

Metallic materials - Leeb hardness test - Part 2: Verification and calibration of the
testing devices

Contents Page
0T =T o iv
1 8T o o1 1
2 Normative referenCes ... 1
3 General CONAILIONS ... e ms e s e s mn e e e e e e a e nnnn 1
4 Direct VerifiCation ... e s e e s nnnne e 1
4.1 7= 0 1Y - | S RSPN 1
4.2 Calibration parameters ... e e e nnn 2
4.3 Verification of mass and geometry of impact body ........ccccomiiiiiccccmrin s 3
4.4 Verification of geometry and hardness of indenter ball ..., 3
4.5 Verification of geometry of support ring .......ccccoiiincc e —— 3
4.6 Verification of impact VElOCIty ........cccciiiiiiiiiii e ———————— 3
4.7 Indirect verification of instrument ... ————————— 4
5 Indirect verification ... ——————————— 4
51 1Y 3= - | 4
5.2 e oY= L] 4
5.3 Variation CoeffiCient (V) .....cccooriieoiiierer s s e s e e sn e e e e e mn e nnan 5
5.4 Error of test iNStrument ..........oo i 5
5.5 Measurement UNCErtainty ... s s s s s s s s s nrnsnsnesssnsssssssnnes 6
6 Intervals between verifications ... —————_—— 6
7 Verification report/calibration certificate ...........cccoocvviiiiiiciini e ———— 7

Annex A (informative) Measurement uncertainty of calibration results of Leeb hardness testing

INSTIUMENT ... E e R e e R e e an e e e ann e 8
Annex B (informative) Direct verification of single coil instrument ............cccoocoomirrcericcc e 11
{271 o e [ =T o 4 17/ SRR 12



		2026-06-28T14:44:43+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




