
 

 - 1 -

DIN EN 12703:2016-10 (E) 
 
 
Adhesives for paper and board, packaging and disposable sanitary products - 
Determination of low temperature flexibility or cold crack temp erature 
 
 

Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
Introduction  ...................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references ..................................................................................................................... 5 
 
3 Terms and definitions  .................................................................................................................... 5 
 
4 Principle  .......................................................................................................................................... 5 
 
5 Apparatus  ........................................................................................................................................ 5 
 
6 Test specimens  .............................................................................................................................. 6 
6.1 Sampling  ......................................................................................................................................... 6 
6.2 Dimensions  ..................................................................................................................................... 6 
6.3 Preparation of the adhesive film  ................................................................................................... 6 
 
7 Conditioning  ................................................................................................................................... 6 
 
8 Procedure  ........................................................................................................................................ 7 
8.1 Pass/fail test  ................................................................................................................................... 7 
8.2 Determination of cold crack temperature  .................................................................................... 7 
 
9 Expression of results  ..................................................................................................................... 8 
9.1 Pass/fail test  ................................................................................................................................... 8 
9.2 Cold crack temperature  ................................................................................................................. 8 
 
10 Test report  ....................................................................................................................................... 8 
 


		2026-05-12T18:36:37+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




