
 

 - 1 -

ISO 9924-2:2016-08 (E) 
 
 
Rubber and rubber products - Determination of the composition of vulcan izates and 
uncured compounds by thermogravimetry - Part 2: Acrylonitrile-butadiene and 
halobutyl rubbers 
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