DIN EN 13303:2017-12 (E)

Bitumen and bituminous binders - Determination of the loss in mass after heating of

industrial bitumen

Contents Page
EUropean fOr@WORId ............iiiiiiiiiccisineere s sssssssseee e s e s s s s s s s s e e e eesa s s s ams s e e e e e san s amneeeeeesanssssnmnnneenessnsssnnennesnnnnn 3
1 8T o o1 4
2 NOIrMative referenCes ... ———— 4
3 Terms and definitions ... ————————— 4
4 a1 e o [ 4
5 Y o o 2= = 1 {0 SR 4
6 85T 134 o 11 o 5SS 7
7 0T o= o 11 8
8 CalCUIALION .. —————————— 8
9 EXPression of reSUlLS ... e 9
10 g = o =TT o 9
10.1 =T o L= 1= 1 o] 11 SRS 9
10.2 L= o1 Yo [T T3 1 o1 11 SRS 9
11 BT =T oo o 9
Annex A (informative) Characteristics of thermometer for the reference temperature (163 °C) .......... 10
[ T] o [To o =T ] 13T/ 1



		2026-06-25T07:41:30+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




