ISO 19630:2017-07 (E)

Fine ceramics (advanced ceramics, advanced technical ceramics) - Methods of test

for reinforcements - Determination of tensile propert ies of filaments at ambient
temperature

Contents Page
0T =T o iv
1 £ o o o - SRS 1
2 NOIrMAtiVe refErEeNCEeS .......ooi i e e s e e mmn e 1
3 Terms, definitions and SYMDOIS .......ccooiiiiicciiir e e nmne e an 1
4 10T o 3
5 Y o o 2= = 1 0 = 3
6 IS TS3 = o1 o 14 =T o 3
7 Test specimen Preparation ... ssssssssssssssssssssnsnnnnnns 3
8 Number of test SPECIMENS ... e n e anme e e e s s s snmnn e e e s 5
9 IS5 A o (e = [ OSSR 5
9.1 Displacement rate ... —————— 5
9.2 Determination of the gauge length ... ————— 5
9.3 Determination of the initial cross-section area ... 5
9.4 Testing teCANIQUE ......eeeeiie e ———— 5
9.4.1 = T o | N 5
9.4.2 o - T oY | 5
9.4.3 Test specimen MOUNTING ... s nmn e 5
9.4.4 1T L= LT =Y o T o 6
9.4.5 IS5 Y21 e 11 3/ SR 6
10 Calculation Of FESUILS ... e 6
10.1 Tensile Strength ... ———————— 6
10.1.1 Determination of maximum tensile fOrce ... ——— 6
10.1.2 Calculation of tensile strength ... ————— 6
10.2 Calculation of the load train compliance, Cl ...........ooor e nn e 6
10.3 8 T 7
10.4 B (oL ¥ T  T T 4 T T =N 8
10.5 L o L0 4 - 1] 8
1 L= 5 98 1C=1 e T 9
{271 o e [ =T o 4 17/ SR 10



		2026-06-28T14:45:10+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




