
 

 - 1 -

ISO 1833-4:2017-08 (E) 
 
 
Textiles - Quantitative chemical analysis - Part 4: Mixtures of certain protein fibres 
with certain other fibres (method using h ypochlorite) 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Terms and definitions  .................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 1 
 
5 Reagents  ......................................................................................................................................... 1 
 
6 Apparatus  ........................................................................................................................................ 2 
 
7 Test procedure  ............................................................................................................................... 2 
 
8 Calculation and expression of results  ......................................................................................... 3 
 
9 Precision  ......................................................................................................................................... 3 
 


		2026-06-15T21:49:26+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




