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Textiles - Tests for colour fastness - Part B03: Colour fastness to weathering: 
Outdoor exposure (ISO 105-B03:2017) 
 
 

Contents            Page 
 

European foreword ................................................................................................................................................................................................................3

1 Scope ................................................................................................................................................................................................................................. 5
2 Normative references ...................................................................................................................................................................................... 5
3	 Terms	and	definitions ..................................................................................................................................................................................... 5
4 Principle ........................................................................................................................................................................................................................ 5
5 Reference materials and apparatus ................................................................................................................................................. 6

5.1 Reference materials ............................................................................................................................................................................ 6
5.2 Apparatus .................................................................................................................................................................................................... 6

6 Test specimens........................................................................................................................................................................................................ 7
7 Procedure..................................................................................................................................................................................................................... 7

7.1 Procedure common to methods 1, 2 and 3 ..................................................................................................................... 7
7.2 Method 1....................................................................................................................................................................................................... 7
7.3 Method 2....................................................................................................................................................................................................... 8
7.4 Method 3....................................................................................................................................................................................................... 8
7.5 Washing ......................................................................................................................................................................................................... 8
7.6 Mounting ...................................................................................................................................................................................................... 8

8  Assessment of colour fastness to weathering ........................................................................................................................ 8
9 Test report ................................................................................................................................................................................................................... 9
Annex A (informative) General information on colour fastness to light ...................................................................... 10

Foreword  .........................................................................................................................................................................................................................................4


		2024-05-15T22:42:44+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




