
 

 - 1 -

DIN EN ISO 10750:2018-11 (E) 
 
 
Footwear - Test method for slide fasteners - Attachment strength of end stops (ISO 
10750:2015) 
 
 

Contents            Page 
 

European foreword ................................................................................................................................................................................................................3

1 Scope ................................................................................................................................................................................................................................. 5
2 Normative references ...................................................................................................................................................................................... 5
3	 Terms	and	definitions ..................................................................................................................................................................................... 5
4 Principle ........................................................................................................................................................................................................................ 7

4.1 General ........................................................................................................................................................................................................... 7
4.2 Method 1 — Top stop attachment strength ................................................................................................................... 7
4.3 Method 2 — Bottom stop attachment strength (Slider-stringer method) .......................................... 7
4.4 Method 3 — Bottom stop attachment strength (Stringer-stringer method) .................................... 7

5 Apparatus and materials.............................................................................................................................................................................. 8
6 Test specimens........................................................................................................................................................................................................ 9
7 Procedure..................................................................................................................................................................................................................... 9

7.1 Method 1 — Top stop attachment strength ................................................................................................................... 9
7.2 Method 2 — Bottom stop attachment strength (Stringer-slider method) ....................................... 10
7.3 Method 3 — Bottom stop attachment strength (Stringer-stringer method) ................................. 10

8 Test report ................................................................................................................................................................................................................ 11
Bibliography ............................................................................................................................................................................................................................. 12

Foreword ..........................................................................................................................................................................................................................................4


		2026-05-13T22:33:16+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




