DIN EN ISO 5398-1:2018-10 (E)

Leather - Chemical determination of chromic oxide content - Part 1: Quantification by
titration (1SO 5398-1:2018)

Contents Page
EUTOP@AN FOT@WOTM ....oooccciieseesssssssssssssssss 155585855558 3
20 )0 o 4
DRI OAUICTION........oooooe oo 5

SCOPIC ... 6
2 IV LY 090 2 U0 AT =] ) =) 4 (o Y- 6
3 Terms aNd AEFINTTIONIS ... 6
4 PIAIICIPI@ ... 6
5 Sampling and sample PreParation ... 7
6 Reagents ...,

6.1 Wet oxidation method........

6.2 Alkaline fusion method

6.3 a6 [0 0015 g (il =L (0} o 1S
7 AAPPATARULS ... 7

IMIEEIMOMS ......oooooeoeeeeee oot

8.1 Preparation of analytical solution.........

8.1.1  Wet oxidation method......

8.1.2  Alkaline fusion method
8.2 Measurement of the aqueous solution

9 Calculation and expression of results

9.1 General.....ee

9.2 Repeatability
10 T@ST TE@POTE ... 9
Annex A (informative) Determination of water and other volatile matter ..., 10



		2026-04-17T23:31:29+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




