DIN EN 16140:2019-04 (E)

Natural stone test methods - Determination of sensitivity to changes in appearance

produced by thermal cycles

Contents Page
[T o oY== 4 T8 o] =NV o o S 3
1 S o o o - S S 5
2 NOIrmative refereNCEeS ... s mn e e e s s e smne e e e e e s nmnmnnnns 5
3 Terms and definitioNs ... s 5
4 Symbols and abbreviations ... —————————— 5
5 [ T e 5
6 Y o o 2= 1 - 1 {0 SRR 5
7 (2 (=1 o =1 = 1T o e =] o 7= 210 1= 4 TS 5
71 SAMPIING e ane 5
7.2 IS AT oL o2 7= T 6
7.21 £ T = T 10 = o 6
7.2.2 [ 1104 =T L= T o =S 6
8 TeSt ProCeAUIES .....ooeeeeieeieieiiiciiececececececnmnmneneseeenmnenmsesmsmsmsmsmnmsmsmsmsmsmsmssssssssssssssssssssssssssssssssssssssssssses 6
8.1 Control measurements before CYCliNg ........ccccvriieeirrrcccerrrcee e e 6
8.2 Description Of the CYCIES ... e e e mn e 6
8.3 Control measurements after CYCliNg .......cccccviiiiiiiccciciiir e nnes 6
9 EXPression Of reSUIES ... cssr e sss e s s s r e e e e s s s smne e e e e s s nmnmnnnes 9
10 BT 0 =] oo 9
Annex A (informative) Examples of evaluation codes for changes of aspect ..........ccccconiiiciiiiiiniiiianns 11
Annex B (informative) Adapted thermal shock test ...........ccccmiiiiiminiicn 17



		2026-06-30T07:33:08+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




