
 
 - 1 - 

DIN EN 12370:2020-05 (E) 
 
 
Natural stone test methods - Determin ation of resistance to salt crystallisation 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
Introduction  ...................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references ..................................................................................................................... 5 
 
3 Terms and definitions  .................................................................................................................... 5 
 
4 Symbols  .......................................................................................................................................... 5 
 
5 Principle  .......................................................................................................................................... 5 
 
6 Apparatus  ........................................................................................................................................ 5 
 
7 Preparation of specimens  ............................................................................................................. 6 
7.1 Sampling  ......................................................................................................................................... 6 
7.2 Dimensions of test specimens  ..................................................................................................... 6 
7.3 Washing  .......................................................................................................................................... 6 
7.4 Drying  .............................................................................................................................................. 6 
 
8 Procedure  ........................................................................................................................................ 6 
 
9 Expression of results  ..................................................................................................................... 7 
 
10 Test report  ....................................................................................................................................... 7 
 
Bibliography  ..................................................................................................................................................... 9 
 


		2026-04-29T01:28:26+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




