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Leather - Physical and mechanical tests - Determination of tensile strength and  
percentage elongation (ISO 3376:2020) 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
Foreword  .......................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references ..................................................................................................................... 5 
 
3 Terms and definitions  .................................................................................................................... 5 
 
4 Principle  .......................................................................................................................................... 5 
 
5 Apparatus  ........................................................................................................................................ 5 
 
6 Sampling and sample preparation  ............................................................................................... 6 
 
7 Procedure  ........................................................................................................................................ 7 
7.1 Determination of dimensions  ........................................................................................................ 7 
7.2 Determination of tensile strength  ................................................................................................. 7 
7.3 Determination of the percentage elongation caused by a specified load  ................................ 7 
7.4 Determination of the percentage elongation at maximum force  ............................................... 8 
7.5 Slippage  .......................................................................................................................................... 8 
 
8 Expression of results  ..................................................................................................................... 8 
8.1 Tensile strength  .............................................................................................................................. 8 
8.2 Percentage elongation caused by a specified load  .................................................................... 9 
8.3 Percentage elongation at maximum force  ................................................................................... 9 
 
9 Test report  ....................................................................................................................................... 9 
 


		2026-06-28T02:52:25+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




