
 
 - 1 - 

ISO 36:2020-03 (E) 
 
 
Rubber, vulcanized or thermoplas tic - Determination of adhesion to textile fabrics 
 
 
Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 2 
 
5 Apparatus  ........................................................................................................................................ 2 
 
6 Calibration  ....................................................................................................................................... 2 
 
7 Test piece  ........................................................................................................................................ 2 
7.1 Test piece cut from a product  ....................................................................................................... 2 
7.2 Test piece prepared in laboratory  ................................................................................................ 3 
 
8 Number of test pieces  .................................................................................................................... 3 
 
9 Time-interval between vulcanization and testing  ....................................................................... 3 
 
10 Conditioning of test pieces and temperature of test  .................................................................. 4 
 
11 Procedure  ........................................................................................................................................ 4 
 
12 Expression of results  ..................................................................................................................... 4 
 
13 Test report  ....................................................................................................................................... 5 
 
Annex A (normative) Calibration schedule  ................................................................................................... 6 
 
Bibliography  ..................................................................................................................................................... 8 
 


		2024-05-14T14:08:00+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




