DIN EN 14038-2:2020-12 (E)

Electrochemical realkalization and chloride extraction treatments for reinforced
concrete - Part 2: Chloride extraction

Contents Page
[T o oY== 4 T8 o] =NV o o S 4
L Yo 11T o 5
1 £ T o o1 6
2 Normative referenCes ... s 6
3 Terms and definitioNs ... s 6
4 [ T e 7
5 7= 3= 7
5.1 Quality management SYStEMS .........ccoiiciiiiiniiiirrr s 7
5.2 =Y =T 0] 3 o = 7
6 Assessment and repair of the Structure ... ——— 8
6.1 7= T - N 8
6.2 REVIEW Of FECOIAS ... s mm e s e s e e e e e s s mnmn e 8
6.3 1= o =Y o7 T o N 8
6.4 Assessment of COrrosion activity ........cccoeeeciiriresieirrcs e 9
6.5 Determination of chloride content ... e e 9
6.6 Visual inspection of the rebar surface and carbonation depth measurement ....................... 9
6.7 Concrete cover thickness and reinforcement location measurements ..........ccccccviiicnriicnens 10
6.8 Alkali aggregate reaction ........c.cccicccccciiimiiiisccsseerr e s e e nnnn e e s 10
6.9 Reinforcement continuity and Size ..........cccciiiiiicccciiini e 10
6.10 = - 11 10
6.10.1 7= T - P 10
6.10.2 L0 oY 0T =T =T =T 0 T 2 | 10
6.10.3 Reinforcement preparation ... s 1
7 Materials and eqUIPMENt ... s s 1
71 Calibration of instrumentation ... 11
7.2 ANOAE SYSEEIM ... R 1
7.21 (7= 1= - | R 11
7.2.2 g oo 11
7.2.3 g T o L= oY T 11
724 Alkaline electrolyte SOIUtION ... s se e e e e e s 1
7.3 ] L= o3 1 T = ] == 12
7.4 o3V =T =T U] o | 12
8 Installation ProCedUres ... e 13
8.1 Electrical continUity ... —————— 13
8.2 Other metallic parts within the treatment area ..........ccccooee i s 13
8.3 (=g o] 40 4 F=Ta LoT=30 0 4 Lo 0 11 o] 1 ' [ 13
8.4 Installation of the anode System ... e e 13
8.5 Protection of electrolyte SOIUtION ... 13
8.6 Electrical installation ... 13
8.7 Preliminary testing and documentation ... 14
9 Commissioning, operation and termination of treatment ..............oo oo e 14



9.1 Visual iNSPECLION ...t 14
9.2 Safety PreCautions ... ———————————— 14
9.3 Energizing and adjustment of current output ..........ccccoiiiiiiniii e ——————— 14
94 Routine inspection and maintenNance ...........oo e 15
9.5 Chloride extraction process MoONItOriNg .......cccccvccecirirrrserirsssrr e s e s e s sme e ennns 15
9.6 Termination of treatment ...........oo e 15
10 T B 1IN =Y o T o S 17
1 Post-treatment coating and Monitoring ..........cccociiiiiii e ———— 18
=70 o 1T o - o /N 19



		2024-05-05T09:15:00+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




