
 
 - 1 - 

DIN EN ISO 12945-3:2021-04 (E) 
 
 
Textiles - Determination of fabric propensity to surface pilling, fuzzing or matting - 
Part 3: Random tumble pilling method (ISO 12945-3:2020) 
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