ISO 3892:2000-06 (E)

Conversion coatings on metallic materials - Determination of coating mass per unit
area - Gravimetric methods

Contents Page
0T =T o iv
1 £ o - PSS 1
2 APPAFALUS ....ooviiiiiririsss s s s s s s annnnnnnnnnnnn 1
3 =53 8 o= o 2
4 Reagents and ProCedures ... 2
4.1 (=Y 0T - 2
4.2 Phosphate coatings on iron and steel ..o ————— 2
4.3 Phosphate coatings on zinc and cadmium ... 3
4.4 Crystalline phosphate coatings on aluminium and its alloys .........ccccocccrmreiriicccccceee s 3
4.5 Chromate coatings on zinc and cadmium ...........cccciiiiiiiccciincrrrr e s e nnen 4
4.6 Chromate and amorphous phosphate coatings on aluminium and its alloys .............cccuuuu.eee 4
5 EXPression Of reSUILS ........ooicccciiiiiiic s cccceeirnr s csss e s s s e e s nmn e e s e e s s s mnmn e e e e e annmnnneees 5
5.1 L0 111 1| 1 ' o S 5
5.2 Measurement UNCErtainty ........ccccccimiiniiiminr i ————— 5



		2024-05-05T22:14:22+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




