ISO 15730:2023-05 (E)

Metallic and other inorganic coatings - Electropolishing as a means of smoothing
and passivating stainless steel

Contents Page
0T =TT o iv
L Yo 11T T v
1 £ o o o - OSSR 1
2 LV LeT g 0B LY =T =Y =] =Y o Lo =Y NS 1
3 TermsanddefinitioNs ... nan 1
4 Informationtobesuppliedbythepurchasertothefinisher ... 2
5 LYo [T = .4 L= o 2
5.1 R4 E=T 0 F= L 1= =Y o2 £ 2
5.2 o o === S 3
5.21 (7= 1= - 1 Y 3
5.2.2 [ L= o3 1 o 0T o 1 -] 271 o R SR NS 3
5.2.3 Post treatment and riNSING .....ccccciiiiiiicciirirr e mn e e s s s s smne e e e s s e mnmnnnes 3
5.3 Passivation testing ... —————— 3
5.4 LI 38 =T o o o N 4
6 SAMPIING i ———— 4
7 TeSt MEthOAS ... s e 4
71 Water immersion teSt ... ———————_———— 4
7.2 Humidity teSt ... 4
7.3 Neutral salt SPray test ..o nr e e annnenes 4
7.4 L0 o 0T =T U | 2= 1 (=8 =T SRS 4
7.41 o 10T T o PPN 4
7.4.2 REAGENLES ... R 5
7.4.3 o oY o =Y o 11 N 5
7.5 Modified "ferroxyl” test ... ——————————— 5
7.51 o 10T T o 5
7.5.2 REAGENES ..ot 5
7.5.3 o oY o =T o 1 N 5
8 L= A8 (=T o1 5
Annex A (informative) Typical electropolishing solution and operating conditions ..........ccccccccnrrinnnnes 7

S T0 o 1o - o 8



		2026-05-01T14:44:35+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




